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①Making the 
pattern

↓
②Choosing the 

cloth

↓
③Making the 
resist paste

↓
④Spread paste

↓
⑤Soybean 

juice coating

↓
⑥Coloring

↓
⑦Color 
fixing

↓
⑧Rinsing

↓
⑨Finishing

(steam ironing)

① 型紙を作る ④ 糊置き ⑤豆引き

(Making the pattern) (Spread paste) (Soybean juice coating)

⑥色差し(1度塗り) (配色) 2度塗り (重ね塗り) 3度塗り(隈取り),⑦色止め

(⑥Coloring： Step1 Base color (Light)    Step2 2nd coat (Dark) Step3 Accent color
⑦ Fixing Color （aluminum water）

⑧水元→⑨仕上げ
⑧Rinsing＆ ⑨Finishing(steam ironing)


